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Top coat wall build-up

Substrate
Typically 12.5mm gypsum plasterboard
(for thick finishes, a plywood backing to the 
plasterboard is required)

Clayworks Primer
Painted onto surface

Clayworks Glaze
2 coats of micro-porous wall glaze

Clayworks clay plaster
One of the following:
• 2mm Smooth pigmented top coat
• 6mm Demi Rustic pigmented top coat 
• 8 - 10 mm Rustic pigmented top coat

100mm wide scrim
Polypropylene open mesh over plasterboard 
joints filled with joint adhesive

Vertical stud spacing
300mm spacing between each,
screw spacing at 100mm

clay-works.com
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